
MUCOOL, LH2 absorber window  -pressure test - Window 0.13 mm thick

Conversion: volume of water moved and pressure applied to the window

# Press (Mpa) Press (PSIg) Voltage (mV) Volume (ml) time
zero 0.000 0.000 22 0.6 11:14

1 0.017 2.456 145 3.9 11:17
2 0.034 4.970 270.9 6.6 11:20
3 0.048 6.936 369.4 8.6 11:22
4 0.055 8.006 423 9.6 11:27
5 0.062 8.945 470 10.6 11:30
6 0.069 9.943 520 11.4 11:33
7 0.075 10.901 568 12.2 11:36
8 0.082 11.940 620 13.2 11:37
9 0.089 12.978 672 13.9 11:39

10 0.096 13.956 721 14.8 11:41
11 0.103 14.935 770 15.4 11:44
12 0.110 15.933 820 16.4 11:46
13 0.117 16.931 870 17 11:48
14 0.110 15.953 821 16.7 12:07
15 0.117 17.031 875 17.4 12:10
16 0.124 17.969 922 18 12:13
17 0.131 18.988 973 18.7 12:15
18 0.148 21.523 1100 20.7 12:18
19 0.152 22.082 1128 21.2 12:22
20 0.165 23.979 1223 21.9 12:25
21 0.172 24.918 1270 22.5 12:28
22 0.179 25.936 1321 23 12:31
23 0.186 27.034 1376 23.7 12:31
24 0.193 27.972 1423 24.4 12:44
25 0.200 28.991 1474 25 12:47
26 0.206 29.909 1520 25.7 12:53
27 0.213 30.907 1570 26.5 13:01
28 0.221 32.025 1626 27.4 13:15
29 0.227 32.904 1670 28 13:19
30 0.234 33.922 1721 28.8 13:25
31 0.241 35.000 1775 29.6 13:29
32 0.248 35.979 1824 30.4 13:33
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